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The results of the study of electrolytes based on gel solutions of DMSO-PVDF-lithium
salt with concentrations up to 0.05 m.f. and above 0.1 m.f. are presented. It is shown
that the conductivity of electrolytes is close to the conductivity of lithium salt solutions
in pure DMSO and obeys the Arrhenius equation in the studied range of temperatures
and concentrations. The calculated activation energies for electrolytes with a salt con-
centration of up to 0.05 m.f. are 14-15.4 KJ/Mol, and for electrolytes with a salt concen-
tration above 0.1 m.f. - 16.9-20.6 KJ/Mol indicate a fast ion transfer, which in more
concentrated solutions is inhibited by an increase in their crystallinity. The analysis of
the equivalent circuit models of the Li-Li systems electrochemical impedance spectra
showed the tendency of electrolytes to form capacitive elements at the lithium electrode-
electrolyte interface. It was recognized the presence of semi-infinite diffusion in LiClO4
and Lilm with salt concentration of 0.05 m.f., due to the imperfection of the film formed
on the electrode surface. The efficiency of using DMSO-PVDF-lithium gel electrolytes
on steel and platinum electrodes was analyzed by voltammograms.

Keywo rd s: polymer electrolyte, conductivity, lithium-electrolyte interface, conduc-
tivity activation energy, model circuit.

INTRODUCTION. Improving the per-
formance of lithium-ion current sources is

their sufficiently high viscosity, with retains
the necessary lewel of electrical conductivity

not possible without the dewvelopment of
electrolytes that are stable in a wide range of
temperatures, charge- discharge woltages,
and are indifferent to the main components
of the current source. The dewelopment of
gel-based polymer electrolytes has received
considerable attention in the literature due

close to liquid solutions. The use of polymer
electrolytes is also promising in lithium-
oxygen current sources (LOCS) in addition
to lithium-ion current sources with solid-
phase cathodes and anodes. The main ad-
vantages of LOCS, in comparison with tradi-
tional battery systems, are in high theoretical
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capacity and energy, which is due to the use
of molecular oxygen as a redox component
[1, 2]. The range of potentials of electro-
chemical stability of non-aqueous electro-
Iytes is significantly higher than that of wa-
ter, which allows increasing the specific en-
ergy of LOCS in their application [3, 4].
Howe\er, issues related to the stability of the
charge-discharge capacity during cycling
remain unresolved, and this does not allow
obtaining the capacitive characteristics nec-
essary for practical use. One of the reasons
for the decrease in capacitance during cy-
cling is the formation of sparingly soluble
products on the surface of the cathode and
anode. In this case the resistance at the elec-
trode-electrolyte interface increases, which
leads to an increase of the current source to-
tal resistance. The choice of electrolyte sys-
tems that can reduce the resulting resistance
Is considered as a possible way to solve this
problem. The required lewvel of electrical
conductivity, a wide range of potentials of
electrochemical stability, ensuring high sol-
ubility of oxygen and its diffusion to the
cathode surface, as well as the corrosion re-
sistance of lithium during storage and cy-
cling are the main requirements for electro-
Iytes [5].The use of electrolytes in the form
of gels was suggested in [6-8], the ad-
vantages of which include increased chemi-
cal and thermal stability compared to liquid
solutions [9, 10].

Polyvinylidene fluoride (PVDF) is one
of the most commonly used polymers for
producing gel and solid polymer electro-
Iytes. The solubility of PVDF depends on
the properties of organic solvents and reach-
es 500 g/kg of solvent, which makes possi-
ble to obtain gels with the necessary and

controlled viscosity. Howewer, not all sol-
vents capable of dissolving PVDF may be
indifferent to the lithium electrode and cath-
ode at the same time.

Dimethyl sulfoxide (DMSO) is one of
the solvents that are relatively indifferent to
the lithium electrode. Its use in electrolytes
for lithium current sources with cathodes
made of polycarbon fluoride, sulfur, and
LOCS is described in the literature [11-14].
At the same time, DMSO was not widely
used in current sources, which explains the
relatively small number of publications, in-
cluding those related to the electrical con-
ductivity of solutions of lithium salts (LiAn)
in a DMSO-PVDF mixture.

So, the purpose of this work is to deter-
mine the conductivity and electrochemical
stability of DMSO-PVDF-LiAn solutions
depending on the nature of the lithium salt
anion and its concentration in a DMSO-
PVDF solution owver a wide temperature
range. To establish the effect of the electro-
lyte composition on the transition resistance
at the lithium electrode-electrolyte interface
using the method of impedance spectrosco-
py. The obtained data will help to formulate
some approaches to the formation of electro-
Iytes for LOCS.

EXPERIMENT AND DISCUSSION OF
THE RESULTS. Lithium salts such as: lithi-
um bis(trifluoromethane)sulfonimide
LIN(CF;S0O,), - Lilm (>99%), lithium
fluoroborate  LiBF, (98%), lithium
trifluoromethanesulfonate LiCF;SO; - LiTf
(96%), as well as polyvinylidene fluoride
hexafluoropropyl PVDF-HFP (M = 400000)
(all Sigma-Aldrich) were dried in vacuum at
702 °C for 3 hours before the manufacture
of electrolytes. Lithium bis(oxalato)borate
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Tablel
Compositions of the studied electrolytes and their designations

Feature Lithium salt

LiBOB LiClO4 Lilm LiBF4 LiTf

Number of elec- 1 5 3 4 5 5 7 8 9 10

trolyte
Sa':ig‘r’]”‘;f?"a' 0.042 | 015 | 005 | 012 | 005 | 015 | 005 | 01 | 0.05 |0.17
Solvate melting
temperature, °C| 18 -29 10 -2,5 12 | -23,6 12 -1 18 =22

[16]

— LIiBOB was synthesized by the micro-
wave method according to the procedure
published in [15]. Before use, lithium per-
chlorate LiClO, (Sinbias, Ukraine) was re-
crystallized and dried in vacuum at a tem-
perature of 160-170 °C for at least 14 hours.
DMSO (99.7%, Sigma-Aldrich) was addi-
tionally dried over molecular sieves. To ob-
tain solutions of electrolytes, a solution of
PVDF in DMSO was initially prepared. The
PVDF granules were dissolved in DMSO at
a temperature of 70 °C until a clear solution
was obtained. Then, the calculated amount
of lithium salt was added to the resulting so-
lution, and to speed up dissolution, the re-
sulting mixture was heated for 10-15
minutes. The compositions of the solutions
are given in table 1 (salt concentration is
given in mole fractions (m.f.) and is calcu-
lated on a mixture of DMSO-PVDF). Elec-
trolytes and cells for electrochemical studies
were prepared and assembled in a dry
glove box. The electrolyte conductivity was
determined by the conductometric method
using the impedance spectra obtained in the
frequency range 10°-10° Hz using the Z -
2000 impedance meter (Elins, Russia) and
was calculated by the equationk =I/RS, |-

the distance between the electrodes, cm; R —
the resistance determined using the imped-
ance spectra, Q; S — the area of the elec-
trodes, cm?. To determine the conductivity,
two-electrode Teflon cells with X18H10T
stainless steel electrodes with a surface area
— 2 cm? and fixed distance between them of
0.4 cm were used.

The change of the resistance at the lithi-
um metal-electrolyte interface, depending on
the electrolyte composition and storage time,
was determined using impedance spectra ob-
tained in the frequency range 10" Hz at an
applied voltage of 20 mV and a temperature
of 25+0.5 °C using a Z-2000 impedance me-
ter (Elins, Russia). The range of electrolytes
potentials of electrochemical stability was
determined by voltammograms using a P-30
potentiostat (Elins, Russia) in a three-
electrode cell with a platinum or steel work-
ing electrode, a lithium auxiliary electrode
and areference electrode. DMSO  belongs
to the class of highly polar organic solvents,
which allows one to obtain its solutions with
a high concentration of lithium salts [11, 14,
17]. According to the phase diagrams pre-
sented in [16], the melting points (T,) of
solvates with a salt concentration of up to

24 ISSN 0041-6045. YKP . XIM . XVYPH ., 2020, t.86, No 1



Effect of concentration and nature of lithium salt on characteristics of gel electrolytes

0.05 m. f. are in the range from 10 to 18 °C
(Table 1). For more concentrated solutions
corresponding to the eutectic point, T, this
temperature is much lower and, depending
on the anion of the lithium salt, is in the
range —29 — 0 °C. Based on this, for both salt
concentrations selected for work, the crystal-
lization temperature of the solution is below
room temperature, which allows them to be
in liquid conditions at room temperature.

The temperature dependences of the
conductivity constructed in the Arrhenius
coordinates are mainly linear, Fig. 1. Slight
deviations in the tilt angles are observed de-
pending on the concentration and nature of
the anion of the lithium salt. The presence of
PVDEF in the electrolyte, although it leads to
a significant change in the viscosity of solu-
tions, which is observed visually, does not
change the linear nature of the obtained
polytherms. In the table 2 the values of the
conductivity of DMSO - PVDF- LiAn solu-
tions at a temperature of 25 °C are given for
comparison. In accordance with the present-
ed data, an increase in the conductivity of
electrolytes with a lithium salt concentration
< 0.05 m.f. occurs in the following row:
LiBOB < Lilm < LiTf < LiCIO, < LiBF,.

For solutions with salt concentration >
0.1 m.f,, the conductivity changes in a slight-
ly different order: LiTf < LIiBOB <Lilm
<LiClO, < LiBF,. This agrees well with a
similar series characterizing the change in
the degree of dissociation of lithium salts
[18, 19]. An exception is DMSO-PVDF-
LiBF, solutions, for which was obtained an
abnormally high level of conductivity. For
most salts, the conductivity in less concen-
trated solutions is higher than in concentrat-
ed ones. This is due to changes in the struc-
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Fig.1 Polytherms of the DMSO-PVDF-LiAn
solutions conductivity with lithium salt concen-
tration < 0.05 m.f. (a) and > 0.1 m.f (b). The
numbers on the curves correspond to the electro-
lyte number in the Table 1.

ture of the solvate because of increase in the
degree of ordering of the solution due to the
solvation of ions by solvent molecules.

The conductivity activation energy (E,q)
was calculated graphically, based on the
slope of the straight line constructed in Ar-
rhenius coordinates (In k-=1/T), where E,; =
tg a-(-R). In accordance to Arrhenius equa-
tion, the activation energy values calculated
on the basis of the linear sections of the In k—
1/T curves. Results are presented in Table 3.
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Table2

The conductivity of gel electrolytes at 25 °C

conductivity process. This process depends
on the salt concentration increasing. In this
case E,; also increases. Such behavior may

Lithi. |C€oncem Condu- | Conceny Condu- connect with the increase of the solutions
um salt tration,| ctivity, | tration,| ctivity, crystallinity.

: mf. | mS/cm | mf. | mS/cm The interaction of the lithium metal with
II:I'CB:%B 0605152 162'77 8%2 ‘713 electrolyte components is very important for
Il_ilm4 oo | or | o1 | 61 current sources with a lithium anode. As a
LiBF, | 005 | 13.7 01 111 result of the interaction of lithium with elec-
LiTf 0.05 11.2 0.17 3.4 trolyte components, a solid electrolyte film

For comparison, the activation energies cal-
culated by the authors of [16] for DMSO-
LiAn solutions are presented. The obtained
results show that the nature of the anion of
lithium salt does not significantly affect the
value of E,; and its order, which indicates a
fairly fast ion transfer [20].

A slight increasing of the Eact value was
observed in gel electrolytes and has been not
significant after comparing with liquid
DMSO-LiAn solutions. In accordance with
the Stokes equation, such effect can be ex-
plained by an increase of the solutions vis-
cosity with PVDF. However, according to
experimental data, an increase of the solu-
tions viscosity with increasing of PVVDF con-
tent does not change the mechanism of the

(SEF) is formed on its surface, the nature
and composition of which is determined by
the salt concentration, the nature of its anion,
and the composition of the solvents. In order
to determine the effect of the gel electrolyte
composition on the resistance of the SEF
formed on the surface of the lithium elec-
trode and its change during storage, the elec-
trochemical impedance spectra  of
Lilelectrolyte|Li cells were recorded and ana-
lyzed.

The impedance spectra plotted in the
Nyquist coordinates are shown in Fig. 2.
They have a semicircle characteristic of such
curves, the radius of which depends on the
electrolyte composition. Such characteristic
is mainly associated with the formation of a
film on the surface of a lithium electrode.

Table3
The conductivity activation energy of the studied electrolytes
Lithi c rati Eaq, kJ/mol c rat Eaq, kJ/imol
Isalitjm onci:]fra ion, e DMSO onccrerr:fra ion, DMSO-_ |DMSO
o PVDF [16] o PVDF [16]
LiBOB 0.042 15.3 13.7 0.15 19.6 23.8
LiClO4 0.05 154 12.6 0.12 20.6 16.8
Lilm 0.05 14.0 13.4 0.15 20.0 17.5
LiBF, 0.05 14.2 13.0 0.1 16.9 13.5
LiTf 0.05 14.3 13.7 0.17 20.3 19.4
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Fig.2 Impedance spectra of the Li | electrolyte |
Li cell after 5 hours of storage at a temperature
of 25 £ 0.5 ° C for electrolytes with a salt con-
centration of < 0.05 m.f. (a) and > 0.1 m.f (b).
The numbers on the curves correspond to the
electrolyte number in the Table 1.

The structure of the film formed on the sur-
face of the lithium electrode is quite com-
plex and consists of both lithium inorganic
compounds, which formed its dense part,
and organic compounds, which formed a
loose layer, consisting mainly of the prod-
ucts of the lithium interaction with solvent.
The sum of the resistances of the dense and
loose parts of the films corresponds to the
total resistance.

In electrolytes with salt concentration <
0.05 m.f., the resistance measured at the
maximum frequency in the Li-Li electrode
system after 5 hours of exposure changes in
such order: LiBF4 < LiTf <LiClO4 <Lilm
<LiBOB. With the exception of LiClO4, the
presented series is in accordance with a se-
ries of the electrolytes conductivity changes.
Thus, in the high-frequency region, the re-
sistance in the Li-Li system is depended
mainly by the conductivity of the gel electro-
Iyte. This corresponds to generally accepted
ideas about the formation of resistance in
this frequency range. At the same time, the
resistance of the SEF in the low-frequency
region (1 Hz) changes in a slightly different
order LiBOB< Lilm< LiBF4<LiTf<LiCIO4,
and differs from changes in the conductivity
of electrolytes. Such a mismatch may be due
to the contribution of the SEF resistance the
formation of which is affected by the elec-
trolyte composition. In electrolytes with a
salt concentration > 0.1 m.f., under similar
conditions, the SEF resistance in the high-
frequency range changes in the order
LiBF,<Lilm<LiClIO4<LiBOB<LiTf. @ And
also, with the exception of LiClO,, corre-
sponds to the order of the conductivity of
electrolytes changing. At low frequencies,
this  resistance  has  another  order
LiBOB~LiIm~LiBF, <LiTf <LiClO,. The
presented sequences of changes in the film
resistance depending on the composition of
the electrolyte are stored during storage, de-
spite the fact that the film thickness and its
composition, as well as the concentration of
charge carriers, can vary.

The dynamics of the resistance changing
Z' taken at a frequency of 1 Hz, depending
on the storage time of the Li-Li electrode
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Fig.3. Dynamics of the resistance Z change 'at a
frequency of 1 Hz in the Li | electrolyte | Li cell
depending on the storage time t for electrolytes
with salt concentration < 0.05 m.f. (a) and > 0.1
m.f. (b). The numbers on the curves correspond
to the electrolyte number in the Table 1.

couple for various electrolytes, is shown in.

In accordance to the experimental data, a
constant change in the resistance value is ob-
served, which is correlated with the films
thickness and a change in its structure. In the
initial period of time, after the assembly of
the cells, the resistance on the axis Z' de-
creases, but after passing a certain minimum
begins to increase. This behavior is ex-
plained by the dissolution of the primary sur-

face film formed upon contact of lithium
with the environment, and the formation of a
new film resulting from the interaction of
lithium with an electrolyte. The chemical
composition of the SEF is quite complex and
depends on the composition of the electro-
Iyte, which also affects its thickness, specific
ionic and electronic conductivity. The data
given in fig. 2 and 3 reflect the general pic-
ture of changes, which include changes in
the current lead - lithium contact, the lithi-
um-electrolyte interface, as well as in the
electrolyte composition, and do not reflect
changes in the dynamics of SEF formation.
Model of the equivalent circuits 1 and 2,
constructed from impe dance spectra.

R1 CPE1
W

R2

Scheme 1. Model equivalent circuit for electro-
Iytes1,2,6,7,8,9

R1 CPE1 Wol
YA ? W
R2

Scheme 2. Model equivalent circuit for electro-
lytes 3, 4 and 5

(Scheme 1, 2) , demonstrate that in all elec-
trolytes, contact with lithium leads to the
formation of capacitive elements formed as a
result of changes in ionic conductivity at the
lithium electrode-electrolyte interface. This
coincides with the general laws of charge
transfer in SEFs formed on lithium in elec-
trolytes of different compositions [24]. Only
a perfectly polarized electrode can hawe an
ideal impedance of the capacitance of a dou-
ble electric layer (DEL), which is observed
on geometrically and atomically homogene-
ous electrodes (liquid mercury or
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monocrystals) [25]. In all other cases, on
polycrystalline, including smooth solid elec-
trodes, the impedance is not purely capaci-
tive, because such surfaces contain several
layers that are frequency-dependent in na-
ture. To distinguish it from an ideal capaci-
tance, such capacitance is called “frequency
dispersion of capacitance”. For a simple de-
scription of the dispersion, the phase bound-
ary is often approximated by a constant
phase element (CPE), in other words, the ca-
pacitance C (frequency-dependent) is the
frequency power function, w, that is, C ()
o (iw) “*, where i - imaginary unit. In the
theory of impedance, such capacitances are
modeled by a shunted CPE element with a
standard deviation not exceeding 7 [21].

For electrolytes containing LiCIO, and
an electrolyte with Lilm at a salt concentra-
tion of 0.05 m.f., an additional element ap-
pears in equivalent circuits - open Warburg
(W,), which characterizes the presence of
semi-infinite diffusion. The reason for this
may be the imperfection of the SEF formed
on the surface of the lithium electrode [22],
which can consist, for example, in the high
porosity of the SEF, which facilitates the
transfer of lithium ions, or in the presence of
corrosion processes. Thus, electrolytes 3, 4
and 5 are modeled by circuit 2 with a stand-
ard dewviation not exceeding 0.005.

For equivalent circuits containing an el-
ement of the CPE constant phase, an analy-
sis was proposed in [23] using such parame-
ter as the dispersion of the capacitance Cyn,
which can be considered as an indicator of
the imperfection of films formed on metal
surfaces. The calculation of Cy,;, was carried
out using Bode diagrams according to equa-
tion 1:

1
Cmin =z, 27 (1)

3Rmax ®max

The Ry and wpmy are the resistance and fre-
quency corresponding to the maximum of
the semicircle, and the value of the exponent
y is determined by the slope of the imped-
ance spectrum in the high-frequency region
of the Nyquist diagram. The calculation of
the maximum values of the differential ca-
pacitance C,., was carried out according to
the Nyquist diagrams for different storage
time ranges in accordance with equation 2:

Crax = 3RpaxWmax (2)

max

After calculation this parameters the contour
diagrams were built in 3-D coordinates (ca-
pacitance, capacity dispersion, frequency)
(Fig.4). As result we received EIS images,
which demonstrate a charges change of the
lithium electrode surface in time. Using of
the such was approaches based on the theory
of transient processes and the Kirchhoff’s
laws for an electric circuit containing reac-
tive elements. They were used to obtain
some S-plane described by Duhamel inte-
grals [26] and to apply a graphical method in
the following time intervals: 0 <t <ty t; <t
<t,ut>t, [27]. In this case, the graph is
presented in the form of a triple diagram of
the dependence of the rate of change of ca-
pacitance C in a certain time interval At,
which is proportional to the capacitance at
the beginning of the time interval superim-
posed on the variation curve of the capaci-
tance as a function of frequency. Taking into
account that the dispersion of the capaci-
tance reflects surface disorder arising due to
the unevenness of atomic scales and energy
inhomogeneities at the electrode — electro-
Iyte interface [25- 29], this approach can be

max
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Fig.4. EIS images of the changes of the lithium surface in the electrolytes depending on the storage
time. The numbers in the diagrams correspond to the electrolyte number in the Table. 1
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used as an integral characteristic of the de-
gree of surface inhomogeneity in time. Thus,
the switching of the rate of change of capaci-
tance and the dispersion of the capacitance
in the studied time interval can be consid-
ered as an integral picture of the changes in
the SEF formed on the surface of the lithium
electrode depending on the composition of
the electrolytes, which is reflected in the EIS
images (Fig.4). The X axis indicates the stor-
age time, min, the Y axis shows the change
in capacity over time calculated according to
equation 2, and the Z axis represents the pro-
jection of the capacity dispersion C;, onto
the X — Y plane. The intensity of light tones
corresponds to the maximum dispersion of
the capacitance (charge) and can character-
ize the imperfection of the forming surface
films.

The presented EIS images show a signif-
icant difference in the surface structure of
the lithium electrode, depending on the stor-
age time and electrolyte composition. In
most electrolytes, with an increase in the du-
ration of their contact with lithium depend-
ing on the storage time, a maximum of the
dispersion of the capacitance is observed,
depending on the composition of the electro-
Iyte. After this, the formation of a more sta-
ble film is observed. The period of film for-
mation is characterized by the presence of
extrema, indicated in light diagrams by a
light tone, which indicate the existence of a
disordered SEF structure on the lithium sur-
face. The presence of these extremes, as a
rule, is observed in a relatively short period
of time, which corresponds to the accepted
ideas about the rapid formation of the disor-
dered structure of the SEF [24]. An excep-
tion is electrolytes 3, 4, and 8, that is, elec-

trolytes based on lithium perchlorate and
fluoroborate, where the SEF disorder per-
sists throughout the entire measurement time
and may be due to corrosion processes,
which is known for solutions with lithium
perchlorate in DMSO [28]. With an increase
in the contact time of lithium with an elec-
trolyte, the degree of film ordering increases.
This is characterized by a transition from
light tones in the contour diagrams to darker
ones. Thus, from the point of view of the
structure of the electrode — electrolyte inter-
face, electrolyte systems based on LiBF, and
LiCIO, salts can lead to an increase in inter-
nal resistance and, in the presence of corro-
sion processes, to decomposition of the elec-
trolyte, which are undesirable effects that
significantly affect the characteristics of cur-
rent sources. An electrolyte based on
LiBOB, at its high concentration, is also
characterized by a rather long period of SEF
formation, and from this point of view, its
dilute solutions have advantages. In all other
electrolytes, SEF is formed within ~ 100-
200 min.

The efficiency of using electrolytes
based on DMSO - PVDF gels in oxygen ox-
idation-reduction reactions was studied us-
ing voltammograms obtained on steel and
platinum electrodes in the voltage range 1.8-
4.6 V. The choice of electrode materials was
based on differences in the catalytic proper-
ties of these metals in oxygen oxidation-
reduction reactions. The obtained
voltammograms are presented in Fig. 5. Ac-
cording to published data [13], the peak on
the cathode branch of the curve obtained on
the platinum electrode in the potential region
close to 2.5 V (curve 1) can be attributed to
the process associated with oxygen reduc
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tion. In the wvoltammogram obtained using a
steel electrode, a similar peak is absent,
since steel is not a catalyst in the processes
of oxygen oxidation-reduction. The increase
in current at voltages abowve 4.5 V on the
steel electrode is explained by the decompo-
sition of the electrolyte.

CONCLUSIONS. The study results of
the conductivity of gel polymer electrolytes
showed that the systems based on DMSO-
PVDF solutions with lithium salts LiBOB,
LiClO,, Lilm, LiBF,, LiTf are characterized
by conductivity close to similar electrolytes,
including lithium salt and DMSO. The con-
ductivity activation energy calculated on the
basis of the Arrhenius equation is 14-15.4
KJ/Mol for electrolytes with salt concentra-
tion < 0.05 m.f,, and 16.9-20.6 KJ/Mol for
electrolytes with salt concentration > 0.1
m.f. The obtained values of E, indicate a
fairly rapid transfer of ions, which in more
concentrated solutions is inhibited by an in-
crease in their crystallinity. A slight increase
in E, for gel electrolytes in comparison
with DMSO-LiAn liquid solutions is not
significant, and an increase in the viscosity
of solutions due to PVDF does not change
the mechanism of the conductivity pro-
cess.The analysis of model equivalent cir-
cuits of the studied electrolytes did not es-
tablish significant differences in their struc-
ture, all electrolytes are prone to the for-
mation of capacitive elements, which are
formed as a result of changes in ionic con-
ductivity at the lithium electrode-electrolyte
interface. The changes on the surface of the
lithium electrode have been recorded using
EIS images based on capacitive elements
and their frequency changing. The presence
of diffusion in the LiClO, solution and Lilm

solution with a salt concentration of 0.05
m.f. was fixed by equivalent circuits of EIS
spectraand by EIS images.
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BIUIMB KOHIIEHTPALI I ITIPUPOAU COJII
JIITIFO HA XAPAKTEPUCTHUKU TI'EJIEBUX
EJIEKTPOJIITIB IMCO-TIBA®-LiAN

O. L. MinoBanoga, H. I. I'mo6a*, K. JI. Ilepmum-
Ha, }O. B. IlImaToK,

Misceioomue 6i00inenHs eneKmpoxiMiuHOI eHep-
eemuxu HAH Vxpainu, eyn. Axademixa eep-
Haocvkoeo, 38a, Kuis, 03680, Vkpaina
Inemumym 3a2anvHoi ma HeopeaniuHoi Ximii iM.
B.I. Bepnaocvkoeo HAH Ykpainu, np.. Ilannaoi-
na, 32/34, Kuis, 03142, Vkpaina

*e-mail: gnl-n@ukr.net

B po6oTti mpuBeneHi pe3ynbTaTé AOCHUDKEHHS
eJIEKTPOJIITIB Ha OCHOBI po3uuHiB renis IMCO-
[IBA®-cutp niTiro 3 koHLeHTparisiMu 10 0,05 m.
n. iBume 0,1 M. 1. mOKa3aHO, IO MPOBITHICTh
€IIEKTPOJIITIB € OJNM3bKOI0 0 MPOBITHOCTI PO3-
9uHB cojieil airito B yucromy JIMCO i minmo-
PAIKOBYEThCS PIBHSHHIO AppeHiyca B JOCHI-
JDKyBaHOMY IHTEpBaJli TeMIeparyp 1 KOHIIEHT-
partiii. Po3paxoBani 3HaueHHS €HEprii aKTUBAILii
JUIS JIEKTPOJIITIB 3 KOHIeHTparliero coni 1o 0,05
M. . CTaHOBJATH 14-15,4 xJ[>x/Momb, a I ele-
KTPOJIITIB 3 KOHIIEHTpallieto coni Buine 0,1 M. 1.
—16,9-20,6 xI>x/M0JIb, IO CBIAYUTH MPO JTOCTA-
THBO IBUJIKAN TEPEHOC 10HIB, KUK y OUIBII
KOHILICHTPOBAHUX PO3YMHAX TalbMYETbCS 301
JBUICHHSM CTYINEHIO iX KPUCTATMHOCTL AHAaII3
MOJICIFHUX €KBIBAJICHTHUX CXEM, OTPUMaHUX B
cucremi Li-Li, moka3aB CXMIIBHICTb €IEKTPOII-
TIB 70 YTBOPEHHSI €MHICHMX €JEeMEH-TiB, SKi
(GopMYyIOThCS B pe3y/iabTaTi 3MIHU 10HHOT IPOBI-
JTHOCT1 Ha TPaHMIlI PO3AUTY JITIEBUN €IEKTPO/I-
enekrponir. dns pozunniB LIiClO4 ta Lilm 3
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KoHIeHTpaniero coni 0,05 M. A B ekBiBa-
JCHTHUX CXeMaX 3’ sBISEThCS TOJATKOBUM elle-
meHT Wy (Binkputuii BapOypr), skuil xapak-
Tepu3ye HamniBOeCcKiHEUHE 1 (y3it0, sKa OB s-
3aHa 3 HENOCKOHATICTIO IUIIBKH, IO YTBO-
PIOETBCS HA TOBEpxHi enexrpoxny. [IpucyrHicts
mudy3ii 107aTKOBO TINTBEPKEHA KOHTYPHUMU
JiarpaMaMd €MHOCT1 Ta JucIiepcii éMHOCT1 B
IIMPOKOMY YaCTOTHOMY J[ialla30H 1.

KnwodoBi co0Ba:noaiMepHUld eIeKTpo-
T, TPOBITHICTH, TPAHUIS PO3ALTY JIITii-eTeK-
TPOJIIT, EHepris akTWBAIil MPOBITHOCTI, MO-
JIeTTbHA CXeMa.

BJIMAHUE KOHIEHTP ALIMN U ITPPO1bI
COJIN JIUTHUS HA XAPAKTEPUCTHUKU
I'EJIEBUX SJTEKTPOJIMTOB IMCO-IIB/1®-
LiAn

O. . MinoBanoBa, H. . I'no6a*, K. /1. Tlep-
nmHa, FO. B. IlImatok

Mesiceedomcmeaennoe omoeneHue 31eKmpoxu-
muyeckou snepeemurxu HAH Ykpaunwi, yn. Axa-
demuxa Bepnaockoeo, 38a, Kues, 03680, V-
pauna

Hucmumym obweii u Heopeanuyeckou Xumuu
um. B.1. Bepnaockoco HAH Yxpaunwt, np. Ilan-
naouna, 32/34, Kues, 03142, Ykpauna

*e-mail: gnl-n@ukr.net

B pabore mpuBeneHHBIE Pe3yNbTaThl HCCIEI0-
BAaHUS 3JIEKTPOJIUTOB HA OCHOBE PAacTBOPOB TIe-
neit  IMCO-TIB/I®-conp ymTHsI ¢ KOHILIEHTpa-
musMu 10 0,05 m. 1. u Beime 0,1 m. a. Ilokaza-
HO, YTO IPOBOJUMOCTh 3JIEKTPOJIHUTOB SIBISETCS
OJIN3KOM K TPOBOAMMOCTH PACTBOPOB COJICH JIM-
tust B unctoM JIMCO u nmoguuHsieTcs ypaBHe-
HUIO AppeHiyca B HCCIEAyeMOM HHTepBale
TEeMIIepaTyp M KOHIeHTpauuil. PaccuntaHHbie
3HAYECHUS DHEPIUM aKTUBAIUU JUIS DJIEKTPOIH-
TOB ¢ KOHIIeHTpauuen coma 1o 0,05 M. 1. npen-
ctaBisiioT 14-15,4 x/Ix/Monb, a st 37€KTPOIH-

TOB C KOHIIeHTpanuei conu Beime 0,1 M. 1. -
16,9-20,6 x/[x/MOnb, YTO CBHAETENHCTBYET O
JOCTaTOYHO OBICTPOM MEPEHOCE HMOHOB, KOTO-
pblii B Oo0Jiee KOHLEHTPUPOBAHHBIX PacTBOPAX
TOPMO3UTCS YBEIMUYEHUEM CTENEeHU HUX KpHU-
CTAJUIMYHOCTH. AHAINW3 MOJENBHBIX JKBUBA-
JICHTHBIX CXeM, TOJY4CHHBIX B cucteme Li - Li,
MOKa3al CKJIOHHOCTh 3JIEKTPOJIMTOB K 00pa3o-
BAHUIO IJIEMEHTOB €MKOCTH, KOTOphIe (hopMu-
pYIOTCS B pe3yibTaTe W3MEHEHUs MOHHOW Mpo-
BOAMMOCTH Ha TpaHMIE pasjena JUTHEBBIHA
anekTpoa-anekTponut. s pactBopoB LiClO4 n
Lilm ¢ xonmentpanueit comu 0,05 M. 1. B 9KBU-
BAJICHTHBIX CXEMaX IOSBJISETCS JOMOIHUTENb-
HbI 31emMeHT Wy (OTKpBITHII BapOypr), koto-
pBIi OmMHCHIBaeT moiry OeckoHeuHyro auddy-
3110, CBSA3aHHYIO C HECOBEPILIEHCTBOM IUIEHKH,
oOpa3yroleiics Ha MNOBEPXHOCTU 3IIEKTPOJA.
[MpucyrcrBue auddys3uu IOMOIHUTENBHO MOJ-
TBEP)KJICHO KOHTYPHBIMH JHarpaMMaMé €MKO-
CTU WM JUCIEPCUH €MKOCTH B HIMPOKOM YacTOT-
HOM JIMarnasoHe.

KnwouyeBble 0B a:NOJIUMEPHBIN dJeK-
TPOJUT, MPOBOAUMOCTb, TpPaHMIA pazfena JH-
TUH-3IEKTPOTIUT, YHEPTHS aKTUBALUK MPOBOIH-
MOCTH, MOJIE/IbHASI CXEMA.
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