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Due to the ever-increasing production of electronic portable devices, including gadgets, lithium
recovery is used to produce lithium-ion batteries. Lithium is electrochemically active, has the
highest value of oxidation-reducing potential and the highest specific heat capacity among solid
materials, making it a key dement in the modern revolution of electric vehicles. The crust
contains about 0.007 % lithium, which is not in its pure form, but its insignificant concentrations
are found in virtually all volcanic rocks and in the waters of mineral springs, sea water, and
oceans. There are more than 20 minerals that contain lithium, but only few of them have
content that is sufficient for commercial interest. A promising area is the processing of brines
that are formed after desalination of seawater and mine waters. It is environmentally friendly
and cost-effective. Since the concentration of lithium in such resources is low, sorption methods
are advantageous compared to other. In this article materials that are widely studied in order
to produce lithium-selective adsorbents are described. Most amphoteric oxides and hydroxides
are amphoteric ion exchanges having both cation exchange and anion exchange properties. Such
materials are of scientific interest in connection with the study of fission fragments behavior,
release of radioactive isotopes, decontamination of sewage and concentration of microgquantities
of elements. The synthesis of such ion exchangers as amphoteric oxides and hydroxides is
fairly ssimple and their cost per unit of capacity in most cases is much lower than the cost of
organic resins. The combination of the material formed on the basis of hydrated titanium dioxide
with known lithium manganese spinels alows to obtain a strong ion-exchange material for the
selective extraction of lithium ions.

K ey w ords titanium dioxide, manganese oxide, lithium, ion-exchange material.

INTRODUCTION. The number of high-tech
and dternative energy products that are being
developed and used is steadily increasing, parti-
cularly in the fields of information, communica
tion technologies, energy and mobility. Such
growth contributes to the demand for metals that
previoudy had a limited range of applications.

Most of these technological metds are geo-
chemicaly rare; their average mass concentration
in the earth’s crust is less than 0.01 % [1]. Becau-
se of their importance in modern technology, sci-
entists have begun to search for sources for the
extraction of such metals.

Some of the studies conducted have determi-
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ned that the extraction of technological metas is
a multifactorid task, which, among other things,
depends on the environment. For example, since
mine development affects the quality of air, water
and soil, states often start protecting the environ-
ment by inhibiting the extraction of metals. Tech-
nologica innovation helps meet growing needs,
but there is a point of view that negative effects
can only be delayed [2].

In order to determine how significant these
impacts are from a socia point of view, it is ne-
cessary to consider in which products these me-
tals are used and which processes can provide.
Significant resource costs can be justified if the
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use of meta can replace the less efficient techno-
logy, with the use of which the benefits to the en-
vironment will dominate the cost of extraction.

Existing needs in lithium and perspectives

Lithium is dectrochemically active, has the
highest vaue of oxidation-reducing potential and
the highest specific heat capacity among solid
materials, making it a key eement in the modern
revolution of electric vehicles.

Energy conservation is a key factor in the use
of eectric vehicles. Lithium-ion batteries are per-
ceived as traction batteries in demand for eectro-
mobility. The long-term dominance of lithium bat-
tery chemidry is anticipated, which makes lithi-
um one of the most important elements for the
development of eectric vehicles in both short and
long-term periods.

Lithium is only a smal part of a lithium
battery: 39 grams of lithium carbonate per kilog-
ram of the final battery, equal to 12 kg of lithium
carbonate per vehicle with 300 kg of battery. The
amount of lithium needed for the production of
batteries increases by more than 20 % each year
and is projected to continue in the coming years [3)].
However, the lithium market is not limited to the
production of batteries — batteries are the largest
category in lithium consumption (21 % of the mar-
ket in 2009), since they are used in dectronics,
but other uses of lithium are ceramic and glass
industry (30 %), lubricants (10 %), air trestment
(5%), metdlurgy (5%) and primary production
of auminum (3%) [4].

Today, 35% of the world's production of
lithium is used for lithium-ion batteries, and the
growth is projected to rise to 66 % by 2025. In
recent years, the volume of lithium production is
amost unchanged, and in terms of spent mate-
rias, less than one percent of lithium is recycled
for reuse [5]. The demand for lithium is increa
sing annually by 5—7 % and will continue to grow
a the same pace for another decade. This does
not take into account the possible increase in the
production of hybrid and eectric vehicles [6].

Production of lithium

The crust contains about 0.007 % lithium,
which is not in its pure form, but its insignificant

concentrations are found in virtudly al volcanic
rocks and in the waters of mineral springs, seawa-
ter, and oceans. There are more than 20 minerals
that contain lithium, but only four of them (lepido-
lite, spodumene, petalite and ambligonite) have
content that is sufficient for commercia interest.
The most important ore for the lithium industry
is spodumene (LiAIS>Og) [7]. Most lithium is ext-
racted from brines or sea water in the form of
concentrated carbonate during warm time of the
year. Brines from the earth’s crust, called conti-
nental/subterranean brines, are the main source
of lithium carbonate production.

Active lithium extractions from natura brines
are known in Chile, Argentina, the USA and Chi-
na. All processes are based on solar evaporation
for the concentration of brine, sometimes in com-
bination with precipitators or sorbents based on
auminum oxide for selective recovery of lithium
[8]. The largest producer of lithium materias
SQM works with brines from Salar de Atacama
in Chile, with an initia concentration of lithium
of 0.15%. The use of "free" solar energy for eva-
poration is a very important aspect in reducing
the energy needs of the enterprise. The produc-
tivity of the production depends on the topogra-
phical conditions (average temperature, wind,
humidity) and the composition of the brine (the
initial content of lithium and other elements, in
particular, magnesium, which forms hygrosco-
pic salts and keeps a portion of lithium-contai-
ning brine) [8].

The development of ore deposits is active in
Audgrdia, Brazil, Canada, China, Portugd, and Zim-
babwe. Lithium is found in many minerals, but
only spodumene or petaite ores are commercial-
ly interesting. Concentrates of ore containing lithi-
um oxide, are used mainly in the glass and cera
mic industry and are not converted to lithium
carbonate, since obtaining carbonate from brines
is much cheaper [9].

The problem of producing lithium from sea
water has been consdered since 1970, when it was
assumed that thermonuclear installations would
greatly increase the demand for lithium. Due to
the positive prospects for lithium-ion batteries, the
problem has become rdevant again. Sea water is
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an attractive source of lithium, as the total lithium
content in it is about 2.430M tons. However, the
average concentration of lithium is 0.173 mg/l,
which is approximately 10 thousand times less
than that in brines [10].

It was proposed to combine solar evapora-
tion, ion exchange and dilution of lithium chloride.
Recent studies focus on ion-exchange methods,
in particular, on adsorbents based on manganese
oxide because of its high selectivity to lithium
ions. However, for today the existence of real
factories that would use these technologies is
unknown.

With an efficiency of 20% and a concentra-
tion of 0.173 mg/l to produce 1 kg of lithium car-
bonate, 5430 m> of seawater must be processed.
In order to meet current needs (68500 tons in 2010)
only with sea water, it is necessary to process
3.7201 m3 of water per year.

Lithium from brinesis estimated to cover on-
ly 0.49—1.37 % of the needs for lithium batteries,
while producing lithium from seawater can cover
32—82% of the needs [8].

From the calculations made it can be conclu-
ded that the costs of lithium production will not
be overcome by the advantages of eectric motors
for the environment, unless sea water is used as
a source of lithium.

Hydrated titanium dioxide

Most amphoteric oxides and hydroxides are
amphoteric ion exchanges having both cation ex-
change and anion exchange properties. Such ma-
terias are of scientific interest in connection with
the study of fisson fragments behavior, release
of radioactive isotopes, decontamination of sewa-
ge from radiochemical indudtries, studies in the
field of radiochromatography and concentration of
microquantities of radioactive elements.

Inorganic ion exchangers have severd advan-
tages over synthetic resins, since in most cases
the latter are destroyed in solutions at temperatu-
res above 150 °C, as well as unstable against ag-
gressve media and radiation, in contrast to inor-
ganic ion exchangers.

The synthes's of such ion exchangers as am-
photeric oxides and hydroxides is fairly smple and

their cost per unit of capacity in most cases is
much lower than the cost of organic resins [11].

When using inorganic ion exchangers for the
purification and decontamination of industrial so-
lutions and sewage, it is often not necessary to re-
generate ion exchanger, its one-time use is econo-
mically judtified. Such inorganic ion exchangers,
which have zirconium and uranium hydroxides
(as wdll as zirconium phosphate), are characteri-
zed by high sdlectivity and alow clear separation
of elements of the same group of periodic system.

In addition to ion-exchange sorption, ampho-
teric oxides and hydroxides dso have the ability to
chemica and molecular sorption.

The main disadvantage of such materials is
their low sorption capacity compared to synthetic
resns. Moreover, amphoteric oxides and hydroxi-
des are dissolved in concentrated solutions of
acids and akalies, which makes impossible to use
them in processes with sgnificant change in the
concentration of hydrogen ions. However, if aion
exchanger has polymer mesh structure, it is practi-
cdly stable in any range of pH.

By rational use of the anion and cation excha
nge properties of hydroxides and oxides, specific
amount of impurities can be introduced to the sur-
face, which will have a great influence on the re-
gulation of sorption properties.

It is known that the properties of solids are
determined not only by chemical composition, but
aso by the peculiarities of their structure, there-
fore, new solid phase materials can, in principle,
be created both by the use of new chemica com-
positions and by the development of new produc-
tion processes that allow ateration of structural
properties dependent on defects in eectron and
crystalline structure [12].

In the study of the properties of hydrated ti-
tanium dioxide, a significant contribution of water
to it was found. When investigating such substan-
ces for the purpose of their practical use, one of
the key issues is the determination of oxygen-wa
ter groups, as well as their quantitative ratios and
interactions with the ions.

Structure of hydrated titanium dioxide. When
sysematicaly studying the ion exchange sorption
of cations of mono- and bivalent metals with dif-
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ferent dispersed modifications of titanium (rutile,
anatase, amorphous) it was shown that for hyd-
rated titanium dioxide three types of sorption
centers with different acidity are usual (pKq=6—
8, pKo =9.8—10.2, pK3 =11—12), which are suc-
cessively filled with sorbed ions when the acidi-
ty of the solution decreases. The absence of the
first type of sorption centers in rutile determines
its significant difference from other modificati-
ons of hydrated titanium dioxide. The sdectivity
of sorption, which is seen mainly in the first sta-
ge of exchange, is expressed in the overwhe-
ming sorption of both small (Li*) and large (K¥)
and similar is size (Ba2") cations. At the same ti-
me, ions of medium size (Na', Ca&*, S2%) are
practically not adsorbed. The sorption of selective-
ly absorbed cations is activated — increasing with
increasing temperature.

These results can be explained by the follo-
wing. First, the surface of titanium dioxide is
formed by valence-unsaturated oxygen atoms.
Given that the coordination number of oxygen
in the crystaline modifications of this oxide is
equd to three, according to Poling’s rule, the un-
compensated charge of these atoms, depending on
the coordination degree from the substrate by the
titanium aoms, may vary and equal to the num-
ber of fractions of three —2/3 and —4/3 (for cases
of coordination from the matrix with two and one
titanium atoms, respectively). The hydrogen ions
neutralize the surface charge, forming on the sur-
face a functional grouping consisting of hydroxyl
and bridge groups (Ti—-O(H)-Ti) [13].

Secondly, in the surface layer of the titanium
hydroxide particles, there are cavities formed by
oxygen atoms that are both valence-saturated and
unsaturated from the matrix. The size of these
atoms is discrete and is determined by the method
of packing of the cavity forming atoms (tetrahed-
ron, octahedron, cube, etc.). Various cavities may
be adjacent and separated by the oxygen atoms
that are common to them.

Thirdly, the cation sorption in the cavity can
occur without the prior dissociation of functiona
groups and is energetically determined by the po-
ssbility of replacing the hydration shell of the ion
with "solvating" oxygen atoms of cavity, followed

by displacement of hydrogen ions, a process smi-
lar to the formation of surface titanates [14].

Such a structure of the hydrated titanium
dioxide surface can explain the prevailing sorp-
tion of lithium and potassium ions by anatase
and amorphous titanium dioxide at low pH va-
lues (pK around 7) by the presence of a structu-
ra correspondence between the absorbed ion and
the center of sorption — a cavity formed by oxy-
gen atoms. At the same time, taking into ac-
count the proximity of the sizes of potassium
and barium cations, the reason for the similari-
ty of their sorption behavior becomes clear. The
interaction of a cation in the cavity with elect-
rodonor oxygen atoms, which occurs at the sa-
me time, leads to an increase in the energy of
cation-cavity interaction due to the increase of
the covalent component. It is the growth of the
fate of the covalent contribution to the energy of
interaction, on the one hand, and the difference
in the energies of hydration and "solvation" of
the cation cavity, on the other hand, that leads
to a right-hand displacement of the ion-exchan-
ge reaction equilibrium

M-O-H" + Kat* ® M-O-Kat™ + H*
and determines a noticegble difference in the aci-
dity of the adsorption centers in the absorption of
akai and dkaline earth metal ions (the first pha
s of the exchange).

In the second stage, which includes the preli-
minary dissociation of functiona hydroxyl groups
that are not part of the cavities, there is no noti-
ceable difference in the acidity of the adsorption
centers, depending on the type of cation.

The third stage of the exchange, most pro-
nounced for amorphous titanium hydroxide, is ob-
vioudy associated with bridge groups, the amount
of which in amorphous modification must be
much greater, because the formation of titanium
hydroxide occurs through the polymerization step
of polydynamic complexes, which are connected
by the bridge groups.

The analysis of the crystallochemical featu-
res of the structure of the investigated modifica-
tions of titanium hydroxide shows that in the
surface layer of crydallites there are cavities for-
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med by different combinations of octahedra [TiGg]
— the main dructura unit of the lattice, where
absorbed cations can be located. Considering the
location of oxygen atoms on the facets, we can di-
stinguish three types of cavities. For anatase, the-
se are distorted tetrahedron (oxygen atoms 1—4),
octahedral cavity (5—9), and digtorted cube (6—13).
On the surface of the considered face of ruitile,
only two types of cavities can be distinguished —
tetrahedral (1—4) and octahedra (5—9). For amor-
phous modifications of hydrated titanium dioxi-
de, it is possible to have dl types of cavities fo-
und on the facets of crystalline modifications.
This gives reason to believe that the place of li-
thium cations localization in the first stage can be
tetrahedral cavities, and for potassum cations —
cubic, the absence of which in rutile explains the
difference in the sorption of these cations compa-
red with anatase. The difference in the absorpti-
on of Li* by these modifications of hydrated tita-
nium dioxide is due, apparently, to the geometric
dimensions of tetrahedral cavities, which are sma-
ller in the anatase because of the difference in
the length of Ti—O bonds. Available on the surfa-
ce of dl modifications of titanium dioxide octa-
hedra type cavities when absorbing of akali and
akaline earth metal ions are not filled due to the
difference in size [15] (Fig. 1).

Known from the literature the ability of hyd-
rated titanium dioxide to selectively absorb ions
of transition metals, the average ionic radii of
which are in the gap between the sizes of cations
of lithium and potassium, on the one hand, and
the presence on its surface of octahedral cavities
with dimensions, intermediate between tetrahedral
and cubic, on the other hand, alow assuming that
they are the sorption centers of d-metd cations [14].

The proposed structure of the sorption cen-
ters of hydrated titanium dioxide involves inhibi-
tion during smultaneous sorption of ions that are
selectively absorbed. The total amount of sorption
from binary solutions containing lithium and po-
tassum ionsis significantly lower than the corres-
ponding vaues of single-component solutions.
The presence of Na* in solutions with Li* practi-
caly does not affect the sorption of the latter, but
the reverse effect is very significant: in the pre-

I

Fig. 1. Schematic representation of crystallographic
facets of rutile (a) and anatase (b) with oxygen atoms:
1—below, 2—on, and 3—above the picture plane.

sence of Li* or K* sorption of Na* is signifi-
cantly reduced. The mechanism of such interac-
tion can be explained by mapping the surface in
the form of charged cavities, the size of which
corresponds to Li* and K™. In this case, for sorp-
tion from one-component solutions, a certain sur-
face area is capable of absorbing twice the amo-
unt of one ion than when two-component soluti-
on is used. However, the surface of titanium dio-
xide does not contain cavities of the correspon-
ding size of sodium cetion, therefore, for sorption
from a multicomponent solution containing ca
tions of lithium or potassium, sorption of sodium
is practicaly absent [16].

The main method for obtaining titanium dio-
xide is the hydrolyss of its various sdts. At low
pH vaues, primary products are sdts of variable
compostion. At higher pH, hydrated forms of ti-
tanium dioxide are formed, the content of water
molecules in which depends on aging and drying
conditions. Freshly deposited titanium dioxide has
a high adsorption capacity both for cations and
anions. The resultirg; gel is non-porous with par-
ticle size of 30—60A, aggregated into chains or
clusters. The specific surface of the gd is 250—
500 m?/g depending on the conditions of deposi-
tion. During the thermal treatment of gdls, it crys-
tallizes to form anhydrous TiO,. Depending on
the heating temperature, polymorphic transfor-
mations of hydrated titanium dioxide into anata-
s, rutile or brookite, accompanied by a change in
the specific surface and porous structure, are pos-
gble Thus, a temperature below 600 °C, the crys-
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tallization process proceeds with the formation of
an anaase with practicaly the same vaues of po-
re volume and specific surface area. At higher tem-
peratures, the trangition of anataseto rutile is obser-
ved, which is accompanied by a sharp decrease in
pore volume and specific surface. Minera impuri-
ties may aso affect the temperature of polymor-
phous transformation. Recently, the sol-gel me-
thod is increasingly used to obtain titanium dioxi-
de, which alows obtaining of nanoscde particles
of titanium dioxide with given structure and pro-
perties. The formation of spherica granules of gd
occurs due to alkaine coagulation of dispersed par-
ticles of hydrosol. Another way of obtaining hyd-
rogds — through the stage of volume neutraiza-
tion of excess acidity of the initid sdt solution of
multi-valent metal with ammonia [17].

Sorption properties. According to [18] titani-
um dioxide exhibits anion exchange properties in
acidic and neutral solutions and cation exchange pro-
perties in akaline solutions. The presence of such
amphoteric properties is explained by the hyd-
rolysis of this oxide with the formation of a surfa-
ce layer of hydroxide and its dissociation in two
directions, with the formation of functional groups
H* and OH~ capable of exchange. Colloidd tita-
nium dioxide is considered to be a sorbent capab-
le of molecular sorption of sdts and acids, and
notes that the sorption of neutral satsis negligible
in comparison with sorption of acids [14]. It was
found that from a mixture of two acids — sulfuric
and hydrochloric — the sulfuric acid is adsorbed
predominantly. At a significant equilibrium con-
centration of sodium sulfate (sulfuric acid is for-
med by the interaction of hydrochloric acid con-
taining in ash and sodium sulfate), the dependen-
ce of the sorption of sulfate ions on the pH of the
solution is linear.

Titanium dioxide has cation exchange pro-
perties and in water the reaction of hydrolyzation
occurs as follows:

TiO, + 2H,0 «  TiO,(OH),?~ + 2H*,
where hydrogen ions provide the ability to cation
exchange.

The ion exchange properties of amphoteric
oxides and hydroxides are usualy influenced by
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two factors. Fird, the composition and structure
of the sorbent. Available impurities can draméti-
caly change the capacity and sdlectivity of the ion
exchanger. The sructure of the sorbent aso has
an effect on the sdectivity of the sorption — crys-
talline ionites have a significantly higher sdlecti-
vity than amorphous. The second factor is the so-
[ution parameters, the most important of which is
the concentration of hydrogen ions. Since the most
ion exchangers are weak bases and weak acids,
this dependence is very noticeable.

The patterns of ion exchange on amphoteric
oxides and hydroxides can be explained from the
point of view of two possble mechanisms.

In the first mechanism, functiona groups, ca-
pable of exchanging are groups of H" and OH™ on
the surface or in the volume of oxide and hydroxi-
de [18]. In this case, the exchange sorption is usua
lly strongly dependent on the pH of the solution,
gnce the dissociation reaction of the acid or base
type with the transition of protons or hydroxyl ions
into the outer part of the double dectric layer is de-
termined primarily by the pH of the solution.

The second mechanism of ion exchange re-
lates to materials with impurities capable of sorp-
tion. The impurities may be prepresent in the sor-
bent or formed when material is in contact with
solution. In this case, the amphoteric oxide or
hydroxide functions as a rigid skeleton with fixed
groups capable of exchange. Depending on the na-
ture of the functiona groups, these sorbents may
be weak or strong ion exchangers. Often such ion
exchangers have larger capacity than pure oxides
and hydroxides.

Literary data indicate that the following sorp-
tion processes are possible on amphoteric oxides
and hydroxides:

— ion exchange in the primary layer with po-
tential-determining ions (cations in acidic, anions
in akaline medium);

— ion exchange in the outer layer (anionic in
acid, cationic in akaline medium);

— simultaneous anion and cation exchange in
the outer layer (near the isodectric point);

— chemical sorption in acidic medium with the
formation of basc sdts and other surface com-
pounds,
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— chemical sorption in an akaline environment
with the formation of aluminates, ferrites, zincates
and other compounds;

— molecular sorption at high concentrations of
electrolyte and close to neutrd pH;

— exchange of cations and anions in molecu-
les sorbed by mechanism of molecular sorption
on cations and anions of solution;

— dmultaneous sorption of anions with multi-
ply charged cations and cations with multiply char-
ged anions asociated with recharging of the surface.

According to the research [19], the adsorp-
tion of double charged meta cations on the surfa-
ce of oxides and hydroxides from solutions of
strong eectrolytes does not depend on the electro-
lyte anion (except when the meta forms an amor-
phous complex with an anion), the dependence
of adsorption behavior on ionic strength varies for
different electrolytes. For example, in solutions of
sodium nitrate ionic strength has almost no effect,
in contrast to sodium chloride solutions, in which
the sorption of transition metals decreases with
increasing ionic strength, athough NaClO,4 solu-
tions are observed to increase of adsorption capa-
city with increasing ionic strength.

Also, the influence of intercalation processes
on the properties of inorganic materials is cons-
dered [20]. Intercalation is reversible topotaxia
chemical reactions with the inclusion of impurity
molecules in the matrix of solids. Such mechanism
dlows the synthesis of new compounds with a
complex of unique physico-chemica properties.
"Guest" molecules are embedded in the interlayer
gpace, which leads to the fact that into the same
matrix molecules quite different in Sze and geo-
metry can intercaate, that is, the molar-sieve ef-
fect is absent. Relative ease of incluson in the
interlayer space of hydrated titanium dioxide of va-
rious ions dlows to create structures with an ad-
justable composition and the Size of interlayer spa
ce, which have sdective ion exchange properties.

Also, in the literature there are investigations
of sorption properties of thermaly trested tita-
nium dioxide in comparison with non-trested in
the sorption of severa cations. It was found that
the heating of hydroxides to 400 °C does not ef-
fect the amphoteric properties of the materia, but

ggnificantly reduces the cation exchange capa-
city of the sorbent by reducing the content of OH-
groups and reducing the surface area. The sorpti-
on capacity of the material correlates with the size
of the hydrated cetion, the rate of sorption is de-
termined by the diffusion of cation to the OH-
group, not the ion exchange. However, in some
samples during the calcination, increasing meso-
porosity increases the availability of OH-gro-
ups for exchange, so the dependence of the sorp-
tion rate on the diffusion of hydrated ion is neg-
ligible, as in the case of non-porous gels [21].

Studies [22] demonstrated that ion exchange
characteridics are very dependent on obtaining con-
ditions. And in the study of the distribution coeffi-
cients of some cations, it was found that hydrated
oxides of metals do not have a direct correation
with change in porosity [23], specific surface area,
and densty of the maeria obtaned as a result of
the previous hest treatment. In addition, the distri-
bution coefficients of cobalt ions on crystdline
titanium dioxide increase with increasing tempe-
rature of cacination [24].

Manganese oxides

Porous crystals are interesting with their spe-
cific properties and variety of structures. Alumi-
nosilicates, including zeolites, clay minerals and me-
soporous silicates, can be distinguished as the ma-
in classes, but in recent years attention has been
paid to porous materials from transtion metal oxi-
des. Manganese oxides with tunnd and layered
dtructures can represent a wide range of materials
from ultra-microporous to mesoporous. Most man-
ganese oxide structures congs of octahedras MnOg
Separated by angles or facets [25].

Macroporous silicon granules and macropo-
rous gel beads from cellulose were used as car-
riers for selective lithium ion sieves, but their capa-
city was very limited. Other studies have sug-
gested the use of polyvinyl chloride and polysul-
fone for granulation or membrane cregation, but it
is difficult to implement on an industrial scale due
to environmental problems with the use of these
materids. Non-woven fabric, which is dso used as
acarrier for ion sieve, does not provide sufficient
delay in the particles of the sdlective material [26)].

94 ISSN 0041-6045. YKP. XIM. XVYPH., 2019, 1. 85, Ne 2



Materials based on titanium and manganese oxides for selective recovery ...

It is suggested to create lithium-selective ma-
terial based on polyurethane template method.
Since the obtained foam was porous and inert,
there should not have been a significant reducti-
on in the adsorption capacity/capecity of the in-
troduced material, but this was not confirmed ex-
perimentally. The capacity has dropped signifi-
cantly compared to pure lithium manganate [27].

Since manganese oxides exhibit excellent ca
tion exchange and adsorption properties, they can
be used as ion sieves, molecular Sieves and cata-
lysts, as well as duminosilicates. The eectroche-
mica and magnetic properties of manganese oxi-
des alow their use as cathode materials in lithium
batteries and modern magnetic materials.

Structure of manganese oxides. Today, many
types of tunnd and layered porous manganese
oxide are known. The structural variability of oxi-
des is determined by the reversible conversion be-
tween Mn3* and Mn** and the formation of defects
in crystals.

According to the classification, proposed in
[28] tunndl and layered manganese oxides can be
divided into groups of pyrolusite-ramsddllite with
(1xn) tunnel Structure, hollandite-romanechite with
(2xn) tunnel structure and todorokite with (3x n)
tunnel structure. All structures contain chains of
octahedras MnQOg, connected by faces, and num-
bers 1, 2, 3 and n show the number of octahedra
along the width of one lattice. Chains, connected
through an angle, form a one-dimensional tunnel
network. When n =38, the network corresponds to
a layered structure.

Schematically, the structures of some manga
nese oxides with one-dimensional tunnd and lay-
ered structures are shown in Fig. 2. The structures
of the pyrolusite and ramsdellite have one-dimen-
sional tunndl structures respectively. On the other
hand, oxides such as birnessite and buserite have
layered structures with main ranges of about 0.7
and 1.0 mm, respectively [29].

Metal ions can occupy tunnels of hollandite,
romanechite, todorokite, Rbg ,sMnO,, and aso the
interlayer space of birnesste. Mangan in oxides
is predominantly quadrivalent, but part of it is tri-
valent to compensate the charge of impurity ions.

Also, in manganese oxides, nonperiodic growth

o 85665
e VYV VY &

Fig. 2. Schematic representation of one-dimensional
tunnel and layered manganese oxides: a — MnOg octa-
hedron; b — (1x1) tunnel pyrolusite; ¢ — (1x2) tunnel
ramsdellite; d — (1x8) layer lithium-manganese spinel.

of two or more tunnel phases is observed. In addi-
tion to one-dimensiona (mx n) tunnels, other types
of layered and tunnel structures are also known.
For example, the spinel has a three-dimensional
(1x3) network of tunnels with a combination
of 8atetrahedra units and 16s empty octahedra
units of a cubic dense pack of oxygen lattice. It
is possible to form a series of spinels of the gene-
ra formula LigMno,O4 (LEN£1.33 0EXE
0.33, n£ 1+x). Typical representatives of this seri-
es are (L)MN'"MnV]0, ad (Li)[LigzaMnV16704,
where () and [ ] are 8a tetrahedral and 16d octe-
hedral units, respectively. In the spinel (Li)[Mn'!'-
Mn'V]0,, lithium cation occupies the tetrahed-
ral location of 8a, and the trivalent and quadriva-
lent manganese — 16d octahedral. In (Li)[Lig33-
Mn'V{ 67104, lithium is placed a 8a tetrahedral
and free 16d octahedrd, and the whole manga-
nese is quadrivaent [30].

Synthesis of ion exchangers based on manga-
nese oxides. Synthess of ion and molecular Seves
based on manganese oxide can be presented in
two stages: (1) tunnel or layered oxide is prepared
using template ions or molecules to form tunnel
sizes and between spherica cavities; (2) template
ions and molecules are topotacticaly removed from
the material with the formation of a sieve. Such
manganese oxides can be formed using a variety
of processes that can be conventiondly divided
into dry processes (solid phase reactions and inter-
action of salt melts), wet processes (oxidative-re-
ductive deposition, hydrotherma chemica proces-
ses) and mixed processes (s0l—gdl). Stable phases
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with small sized gaps such as spind, hollandite,
romanechite, and birnessite can be synthesized by
any of these processes. The ion-sieve, electroche-
mica and catalytic properties of manganese oxi-
des often depend on the synthesis conditions.

In solid-phase reactions, the size of obtained
defects in structure depends on the size and amo-
unt of metal ions used as templates. The source
of manganese for such syntheses may be MnCQOg,
MnOy, MnyO3, MNOOH, Mn(CH3COO),, etc.,
and the source of metal cations is M>CO3, MOH,
MNO3, MCH3COO, and others.

Manganese oxide with spind structure is pre-
pared using lithium cation. Since manganese oxi-
des play a sgnificant role as cathode materias
in batteries, a large number of studies are devoted
to finding an effective method for their synthesis.
The series of LinMny_,O4 (LEN£E£1.33, O£ X£E
0.33, n£ 1+x) oxides can be obtained in the tempe-
rature range of 350—900 °C. The degree of oxidation
of manganese and the compostion of the oxide
formed depend on such conditions as the tempera-
ture, the source maerids and the amosphere |n
which the syrthesis tekes place. Spine Limn'-
Mn'V]0, is formed a high tem|oerature (above
700°C), and spind (Li)[Lig33Mn 167]04 — a
low (below 500 °C) [31].

Ooi and colleagues [32] investigated the
effect of the template akai meta cation on the
solid-phase reaction process. The authors have
cooled gM nO, saturated with metal ions (Li,
Na*, K¥) a 600°C for two hours With I|th|um
the spi nel was obtained, and with cations of sodium
and potassum — hollandite.

Also, some techniques based on the sol—gel
method have been developed to produce spind [33]
and his colleagues received Li,MnyO4 spind by
precipitation of Mn(CH3COO), solution with li-
thium hydroxide and subsequent precipitate cal-
cination at 300 °C. Scientist [34] received a highly
crysdline spind LisMns012 by heating eutectic
mixture of LIOAc and Mn(NO3), to 700 °C under
an amosphere of oxygen. Sol-gel process was de-
veloped for spind and birnessite [35]. AMNOg4 [A
=Li, Na K, NHy, N(CHg)4] was reduced with for-
mic acid at room temperature until amorphous xe-
rogel was formed. The spinel phase and LiMnO,

were formed during the calcination of the LIMNO4
—C4H404 gel a 600 and 1000 °C, respectively.

In addition to the above, the methods of syn-
thesis of spinel and birnessite by hydrothermal tre-
atment of ¢MnO, in solutions of lithium and po-
tassum or sodium hydroxides are also developed.

Sorption properties of manganese oxides. Ooi
divided the adsorption centers of manganese oxi-
des into specific (in volume of the crysal) and
nonspecific (on the crysta surface). Specific cen-
ters in turn are divided into ion exchange and oxi-
dative-reductive [36].

The ion-seve properties of manganese oxi-
de are investigated by potentiometric titration and
by measurements of the scattering factor. The spi-
nel type ion Seves show a sgnificantly higher sorp-
tion capacity for lithium relive to sodium and po-
tassum, due to the size of lithium ion that can
pass through the tunnel, smaller than the sodium
and potassum ions. Sodium and potassum are
adsorbed on the surface of crystals (non-specific
adsorption), and lithium adsorbs at specific cen-
ters after dehydratatlon Although bivalent ions
such as Mg?*, Ni2*, Co?* are also characterized
by small radn they do not pass through the tun-
ndl, since thar dehydratation energy is too high [36].

Hollandite type ion sieves show high values
of capacity for potassium ion a low pH. With
increasing pH, the adsorption capacity increases
with decreasing ion radius, as the steric interac-
tions between meta ions in the tunnd begin to
predominate.

Birnesste ion sieves have different adsorp-
tion properties for small and large ions, for exam-
ple, they are tribasic or dibasc acids relative to

it and monobasic relative to Na*, K*, Cs"

Similar characterigtics are dso given to ion Se-
ves of todorokite type, such as dicarboxylic acids
for lithium, sodium, and potassium ions, and mo-
nobasic for cesium ions. This is since large ions
can be adsorbed only in the center of the tunnd,
while the small ones are located closer to the
walls. The pore radius of the pyroluste and
ramsdellite is too small for metal ions, so the lat-
ter are adsorbed only on the surface.

The selectivity of the ion sieves of manga
nese oxide directly depends on their structure. For
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example, for a spinel, the selectivity increases in
the series Na'< K*< Rb*< Cr*<< Li*, for hollan-
dite Li*< Cs'< Na‘*<< Rb*<K™, for bimesste Li*<
Na'< Cs*,K*< Rb*, and for todorokite Li*< Na‘<
K*<Rb*<Cs'. Such dependencies are explained
by the structure of the materia: (1x3) the spind
tunnds fit in size for the lithium ion, (2x3) tun-
nels for potassium and rubidium ions, interlayer
gpaces in birnessite correspond to the size of rubi-
dium ion. The dependence of sdectivity for todo-
rokite coincides with the growth of the ionic radii
of metds, since dl the ions are contained in (3x3)
tunnels.

Volkhin and others found that spinel type
oxide without metalic ions in tunnels can be ob-
tained by extraction of lithium with acid from a
spinel type lithium manganate. Spine exhibits
adsorption properties to lithium ion [37]. The oxi-
dation-reduction mechanism of the reaction was
proposed:

aLimMn"MnV10, +8H ® 3()Mn'V,]0,+
+4Li* + 2Mn?* + 4H,0 .

The driving force for ddlitiation is the dispro-
portionation reaction of Mn'!! to MnlV and Mn'! in
acidic medium. The oxidative-reducive release of
one lithium cation is provided by the dispropor-
tionation of one Mnl!! atom by the reaction

Mn' ® v2mn'Y + 172mn'!

in the non-lithium spinel the whole manganese is
quadrivalent.

When lithium is adsorbed, there is an inver-
se reaction of the trangtion of a part of tetravalent
manganese to trivaent with the release of oxygen.

(O)IMnV;]0,+LioH ® (LiyiMn""'Mn'V10, +
+0.5H,0 + 0,250, .

On the other hand, there is aso ion exchange
mechanism for the adsorption/release of lithium
ion. Studies have shown that the choice of an oxi-
dative-reductive or ion-exchange mechanism de-
pends on the degree of oxidation of manganese
and the digtribution of metd ions in the spingl. The
reaction of ion exchange is as follows:

(Li)[Lig33M n|V1_67]O4 +1.33H" «
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« (H)[Ho_ggM nIV1_67] O, + 1.33Li".

In this spind, the whole manganese is quad-
rivalent (I -MnOy), so the dispersion reaction do-
es not occur in the acidic medium. In the spind
structure, one Mn!'! ion corresponds to one oxi-
dative-reductive center, and one Mn defect in the
16d octahedra structure corresponds to four ion-
exchange centers. In most red spinels there are
both oxidative-reductive and ion-exchange cen-
ters, number of each depends on the conditions
of the spind [38].

Ancther variant of this type of manganese
oxides can be obtained by introducing bivalent and
trivalent metal cations into the lithium manganese
spinel. The oxidative-reducive spingl contains
metal ions that can be oxidized to higher valences
when lithium cations leave spinel cavities.

The spind type manganese oxides exhibit
sdlectivity to lithium against sodium and potas-
sium, as lithium cation due to a small radius can
penetrate the spinel structure tunne without po-
tassum and sodium cations. The latter are non-
selectively adsorbed on the surface of the crystd,
while Li* adsorbed on specific centers after de-
hydratation.

CONCLUSONS It is possible to satisfy the
demand due to the effective removad of lithium
from cheap primary or secondary resources, in
particular by obtaining it from brines or sea water,
where the most promising is the use of ion-ex-
change sdlective materials.

Hydrated titanium dioxide contains in its
structure cavities of various shapes and sizes,
which may allow sorption of certain ions, without
dissociation of functional groups. And with the
help of directed thermal synthesis it is possble
to create a certain size of cavities in the structure
of hydrated titanium dioxide.

Lithium magnesium spinels are the most sui-
table for sorption of lithium ions, due to high
sdlectivity for lithium and a good sorption capa
city, but these compounds are characterized by
unsatisfactory physical properties due to the fra-
gility of the material. The combination of the
material formed on the basis of hydrated tita-
nium dioxide with known lithium manganese
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spinels dlows to obtain a strong ion-exchange ma-
terial for the selective extraction of lithium ions.

MATEPIAJIN HA OCHOBI OKCHUAIB THUTAHY 1
MAHI'AHY [JId CEJIEKTUBHOI'O BUIIYYEHHA
JIITIIO 3 BOAHUX JIOKEPEJI

M.O. Yaban*, 10.C. [I3sa3bK0, O.B. buctpuk

Incmumym 3aeanvnoi ma HeopeaHiuynoi Ximii

im. B.I.Beprnaocvkoeco HAH Yxpainu, npocn. Axa-
demixa Ilannadina, 32/34, Kuis, 03142, Vkpaina
* e-mail: mary.chaban@gmail.com

Uepes MOCTIHHO 3pOCTaroue BUPOOHHUIITBO €Jie-
KTPOHHUX MOPTATUBHUX MPHUCTPOIB, B TOMY YHUCJIi Ta-
JOKETIB, JUIsl OJICPIKAHHS JITIH-IOHHUX aKyMYJISITOPIB
HEOOXiZHO IIyKaTH crocoOW BHIy4eHHs JiTito. Jli-
Till € SIEKTPOXIMIYHO aKTUBHUM, MA€ HAMBHIIE 3HA-
YCHHSI OKHCHO-BIJJHOBHOI'O TOTCHIIAy 1 HaHBUIILY
MUTOMY TEIUIOEMHICTh Cepell TBEPUX MaTepialiB, 10
POOUTH HOro KIIFOUOBUM €JIEMEHTOM Y CYYacHii pe-
BOJTIOLI] ENEKTPUYHUX TPAHCIOPTHHUX 3aC00iB. 3eM-
Ha kopa mictuthk 6mm3bko 0.007 % mitito, HE y UUCTO-
My BHIJISA[li, @ HOrO HE3HAYHI KOHIICHTpAIlii BUSBIIS-
IOTBCSl TIPAKTHYHO Y BCIX BYJKaHIYHHX MOpoJax, a
TaKOX Y BOJax MiHEpaIbHUX JDKepes, MOPChKIii BO-
ni Ta okeaHax. Icaye Oinbiie 20 miHepais, 110 Mic-
TATH JITIH, aje JMie AesdKl 3 HUX MaroTh BMICT, JIOC-
TaTHIH, 1100 BUKJIMKATH KoMepiiiHuii iHTepec. [lepc-
MEKTUBHUM HANPSMKOM € MepepoOKa pO3COIiB, 10
YTBOPIOIOTHCS MICINISL OMpPiCHEHHS MOPCHKOI BOIU 1
maxTHUX BoA. Llell HampsMOK BBaXKAa€ThCS EKOJIOTi-
YHO YMCTHM 1 peHTabenbHuM. OCKUTbKU KOHIICHTpa-
IIis1 JTITiFO B TAKKUX PECypcax € HU3BKOI, COPOIIiHI Me-
TOJM BHIAIOTHCS OLTBIN JOPSYHUMU, TIOPIBHSIHO 3 iH-
mUMH. Y JaHii cTaTTi onMcaHi MaTepiay, 1o HIMpo-
KO BHBYAIOTHCS 3 METOI0 OTPHMAaHHSI JITiii-CeleKTHB-
HUX aJcopOeHTiB. binbuiicTe aMpOTEepHUX OKCHIB i
TIPOKCHAIB € aM(pOTepHUMH HOHOOOMIHHHUKAMH, IO
3JIaTHI SIK JI0 KaTiOHHOT'O, TaK 1 JI0 aHIOHHOTO OOMiHY.
Lli MmaTepiany TPEACTABISAIOTh HAYKOBUM IHTEpEC y
3B’ 513Ky 3 BUBUCHHSIM MOBEIIHKH PaJi0aKTUBHUX 130-
TOITIB, JIE3aKTHBAIlIl CTIYHUX BOJ| Ta KOHIICHTPYBaH-
HSl MIKpOKiIbKOCTEH eneMeHTiB. CHHTE3 TaKuX 10HO-
OOMIHHHMKIB, K aM(pOTEPHI OKCHUIH 1 TIAPOKCHUIIH, €
JIOCUTh TIPOCTUM, 1 IXHS BapTiCTh HAa OJMHUIIIO EMHO-
CT1 B OUIBIIOCTI BUITAJKIB HA0AraTo HIXK4YE, HIXK Op-
raHiyaux cmoi. KomOiHarisi marepiaiiB Ha OCHOBI
T1IpaTOBaHOTO TIOKCHAY THUTaHY 3 BiJIOMHMH JIiTi€-
BUMH MapraHICBUMHU IIIIHEISMU JIO3BOJISIE OTpPHU-
MaTH 10HOOOMIHHMI Matepiai AJisl CEIEKTUBHOTO BH-
JIY4CHHSI 10HIB JITitO.
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KniovoBi cJao0B a JIOKCUI TUTAHY, OKCUJ
MaHTaHy, JiTii, iIOHHUH OOMiH.

MATEPHAJIBI HA OCHOBE OKCHJIOB TUTAHA U
MAPI'AHIIA [JI CEJIEKTUBHOI'O U3BJIEHEHUA
JIMTA U3 BOJAHBIX NCTOYHUKOB

M.A . Yaban*, F0.C./I3s136K0, O.B.BeicTpHK

Uncmumym obweil u Heopeanuueckou Xumuu
um. B.U.Bepraockoco HAH Yxpaunwi, npocn. Axa-
odemuka Iannaouna, 32134, Kues, 03142, Vkpauna
* e-mail: mary.chaban@gmail.com

H3-3a MOCTOSHHO PACTYILLErO MPOU3BOICTBA DJIe-
KTPOHHBIX IIOPTATUBHBIX YCTPOUCTB, B TOM YHUCIIE r'a-
JUKETOB, JUISL TOJIYYEHUS JIMTUH-UOHHBIX aKKyMYJIs-
TOPOB HEOOXOANMO UCKATh CIIOCOOBI U3BIICUCHHUS JIU-
THsl. 3emHas kopa conepxut okono 0.007 % nutust, He
B YMCTOM BHJE, @ €r0 HE3HAUYUTEJIbHbIE KOHLIEHTpA-
LUU OKA3bIBAKOTCS IPAKTUYECKU BO BCEX BYJIKAHU-
YECKUX IOPOAAX, a TAKKE B BOAAX MUHEPAJIBHBIX HC-
TOYHHMKOB, MOPCKOIi BoZie 1 okeaHax. CyrmiectByet 0o-
nee 20 MUHEpAJOB, COAEpIKAIIMX JUTHH, HO JIHIIb
HEMHOTHUE U3 HUX UMEIOT COIEPKAHUE, JOCTATOUHOE,
4TOOBI BhI3BaTh KOMMeEpYeckuii uurepec. [lepcrek-
THUBHBIM HaIlpaBJeHUEM SBIsieTcsl mepepaboTka pac-
COJIOB, 00pa3yIOIUXCsl OCJIE ONPECHEHUS] MOPCKOM
BOJIbI U IIAXTHBIX BOJ. DTO HAIpaBJIEHHE CUUTAETCS
9KOJIOTUYECKH YUCTHIM M peHTa0ebHbIM. [10CcKONIbKY
KOHIICHTpAIIXS JINTHA B TAKHX pecypcax Hu3Kas, copo-
LUOHHBIE METOMABI KaXyTcs 0ojiee yMECTHBIMH, MO
CPABHEHMIO C APYTMMH. B aHHOH cTaThe ONMMCaHbI
MaTepuabl, KOTOPbIE IIMPOKO HM3YUaAIOTCS C LIEIIBIO
TOJTY4EHUSI TUTHIH-CENIEKTUBHBIX a1cOpOEHTOB. boib-
HIMHCTBO aM(OTEPHBIX OKCUIOB U TUAPOKCHIOB SIB-
JSFOTCA aM(OTEpHBIMA HOHOOOMEHHUKAMH, CIIOC00-
HBIMHU KaK K KATHOHHOMY, TaK M K aHHOHHOMY 00Me-
Hy. Takue Marepuasbl MPEACTABISIOT HAYYHBIA WH-
TEpEC B CBSI3U C U3YyUYEHUEM IOBEACHUS PaJUOAKTU-
BHBIX M30TOIOB, €3aKTUBALUU CTOYHBIX BOJ U KOH-
LIEHTPUPOBAHUSI MUKPOKOJIMYECTB 3JIEMEHTOB.

KanrmouyeBBle Cc0Ba: IMOKCUI THTAaHA, OKCHUI
Maprasiia, JIMTHI, UOHHBIA OOMEH.
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